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Prime Contractor: American Bridge/Fluor Enterprises, a JV Report No: DPJ-000233
Contractor: Zhenhua Port Machinery Company, Ltd (ZPMC), Changxing Island Dated: 15-Aug-2007
Location: Changxing Island, Shanghai, China

Submittals(New / Total): CWR's: 0 / 0 HSR's: 0 / 0 NCR's: 0 / 2 

Item Title Detail

1 Major component movement Continued welding of 77m Tower Mock-up.  Welding included attachment 

of lifting lugs to skin plates C, D and E.

2 Meetings attended QA met with ABF and ZPMC at 1500 to discuss the schedule for tomorrow:

Continue welding lifting lugs on the 77m Tower Mock-up skin plates C, D 

and E beginning at 7am.

Sand blast and paint 2 plates for the 114m Tower Mock-up.

Cut 2 plates for the 114m and 1 plate for the 77m Tower Mock-up.

Heat Straighten 2 plates for the 114m Mock-up.

Machine bevels on 1 plate for the 77m Tower Mock-up.

Begin welding of PQR HP2007149-1.

Friday:

Sample Charpy-V notch for Shapes.

Machine Closed-rib UT Calibration blocks.

Weekend:

Continue 77m Mock-up.

Continue PQR HP2007149-1.

3 Key conversations QA asked ABF and ZPMC if they had made any progress in bringing a 

Cobalt radiation source to the island.  ZPMC is still working on this.

4 Quality Assurance Inspectors per shift 2 AM (Acuna, Franco)

0 PM

Inspected By: McClary,David Quality Assurance Inspector
Reviewed By: Lowry,Patrick QA Reviewer
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